
Bore Hole 
Number

Intercept Grade

From (m) To (m) Interval 
(m)

Estimated True 
Thickness (m)

U3O8 

(%)
U3O8 

(lbs/st)
ARW-017 44.0 54.0 10.0 8.7 0.106 2.1
ARW-018 66.0 87.0 21.0 18.2 0.058 1.2
ARW-019 45.0 47.0 2.0 1.7 0.086 1.7

52.0 56.0 4.0 3.5 0.031 0.6
155.0 161.0 6.0 5.2 0.145 2.9

ARW-020 No Significant Results
ARW-021 81.0 83.0 2.0 1.7 0.056 1.1

90.0 94.0 4.0 3.5 0.040 0.8
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